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RESULTS OF CALIBRATION TEST
MACCORMACK PROJECT
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11.10% Zn - 1.23% Cu -
66.2 g/t Ag - 0.29 g/t Au / 0.4 m

1.92% Zn - 0.93% Cu -
24.3 g/t Ag - 0.30 g/t Au / 0.5 m
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